
SELECTED AEROSPACE AND MILITARY SPECIFICATIONS
AMS CORRESPONDING ALLOY
2300 Magnetic Particle Inspection Procedure, Premium Aircraft Quality Steel

Cleanliness Only
2301 Magnetic Particle Inspection Procedure, Aircraft Quality Steel
2304 Magnetic Particle Inspection Procedure, Aircraft Quality Steel
6260 E-9310 AQ
6263 E-9315 AQ
6265 E-9310 AQ V.A.R.
6267 E-9310 AQ V.A.R.
6272 E-8617 AQ
6274 E-8620 AQ
6290 E-4615 AQ
6292 E-4617 AQ
6294 E-4620 AQ
6299 E-4320H AQ
6320 E-8735 AQ
6322 E-8740 AQ
6323 E-8740 AQ Tubing
6350 E-4130 AQ Sheet Plate
6362 E-4130 AQ Tubing
6370 E-4130 AQ
6382 E-4140 AQ
6409 E-4340 AQ Special Cleanliness, N & T
6411 E-4330 Mod AQ V.A.R.
6414 E-4340 AQ V.A.R.
6415 E-4340 AQ
6417 E-4340 Mod 300M AQ V.A.R. (C 0.39 - 0.43%)
6418 Hy-Tuf
6419 E-4340 Mod 300M AQ V.A.R. (C 0.40 - 0.45%)
6427 E-4330 Mod AQ
6431 D6AC AQ V.A.R.
6440 E-52100
6444 E-52100 AQ V.A.R.
6448 E-6150 AQ
6470 Nitriding 135 Mod (Annealed)
6472 Nitriding 135 Mod AQ
6487 H-11 AQ V.A.R.

MILITARY CORRESPONDING ALLOY
MIL-S-5000 E-4340 AQ
MIL-S-5626 E-4140 AQ
MIL-S-6049 E-8740 AQ
MIL-S-6709 Nitriding 135 Mod AQ
MIL-T-6736 E-4130 AQ Tubing
MIL-S-6758 E-4130 AQ
MIL-S-7108 Hy-Tuf
MIL-S-7393 Comp 111 E-9310 AQ
MIL-S-7420 E-52100 AQ
MIL-S-7493 E-4620 AQ
MIL-S-8503 E-6150 AQ
MIL-S-8690 E-8620 AQ
MIL-S-6050 E-8630 AQ
MIL-S-8699 E-4330 Mod V.A.R.
MIL-S-8844 Class 1 E-4340 AQ V.A.R.
MIL-S-8844 Class 111 E-4340 Mod 300M AQ V.A.R.
MIL-S-8949 D6AC
MIL-S-18729 E-4130 AQ Sheet/Plate

AmEuro Metals developed this information from several sources and technical literature.  AmEuro Metals assumes no responsibility for the accuracy of this information.


